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I 

I I 
INTRODUCTION 

Coal t a r  i s  a complex m ix tu re  o f  hydrocsrbons and organic  compounds 

conta in ing s u l f u r ,  oxygen and n i t rogen .  

e a s i l y  a t tacked by oxygen when they  a re  exposed t o  a i r .  

always r e s u l t s  i n  the  format ion o f  high-molecular-weight compounds, 

thus reducing t h e  value o f  t he  t a r .  

t h e  changes i n  i t s  composit ion and p roper t i es  i s  r e f e r r e d  t o  as i t s  

s t a b i l i t y .  In at tempt ing t o  evaluate t h e  s t a b i l i t y ,  i t  was necessary 

t o  i n v e s t i g a t e  the  k i n e t i c s  o f  c o a l - t a r  au tox ida t i on .  Because o f  t h e  

complexi ty o f  t h e  c o a l - t a r  composition, i t  was very d i f f i c u l t  t o  apply 

convent ional  methods t o  t h i s  k i n e t i c  study. The measurement o f  v i s -  

c o s i t y  and re f rac t i ve - index  change were regarded as t h e  most convenient 

ways t o  determine t h e  ex ten t  o f  c o a l - t a r  autox idat ion;  hence, both o f  

these methods were used i n  t h i s  study. 

t i o n  i s  employed t o  exp la in  the  d i f f e r e n t  mechanisms involved i n  t h e  

au tox ida t i on  o f  whole t a r ,  neu t ra l  o i l s ,  t a r  ac ids,  and t a r  bases 

respect ive ly ,  under ambient storage cond i t i ons .  

Some o f  these compounds are 

This a t t a c k  

The a b i l i t y  o f  coal  t a r  t o  r e s i s t  

Present-day theory o f  autox ida-  

EXPERIMENTAL PROCEDURES 

Sample Ma te r ia l  

The coal  t a r s  used i n  t h i s  study were obtained f rom two processes: 

hydrogenation ( a t  650°C reac to r  temperature),  and carbonizat ion ( a t  

7OOOC). 

as t h e  sample. 

separated from t h i s  d i s t i l l a t e .  

were selected f o r  hydrogenation, and carbonizat ion.  

The d i s t i l l a t e  b o i l i n g  i n  the  range o f  110 t o  300OC was used 

Neutra l  o i l s ,  t a r  acids, and t a r  bases were chemical ly  

Samples o f  Hiawatha, and Spencer coals  

Both coa ls  a r e  



bituminous coals  and analyses f o r  them are g iven i n  Table 1 

TABLE 1 

Analyses o f  coa ls  ( %  by weight,  as received)  which were used t o  

produce coal t a r .  

H i  awatha Spencer 

V o l a t i l e  ma t te r  (DAF) 48.6 45.4 

F ixed carbon (OAF) 51.4 54.6 

?lei s t u r e  3.20 5.16 

Ash 5.51 4.42 

S u l f u r  0.80 0.53 

Oxidat ion o f  Tar Sample 

50 m l  o f  t a r  sample was s to red  and exposed t o  a i r  (20°C) i n  a 

100 ml beaker which was covered w i t h  a p l a s t i c  sheet t o  prevent t h e  

evaporat ion o f  t a r  sample. 

experimental run  was 4 o r  5, except t a r  ac ids,  and t a r  bases, which 

were d i f f i c u l t  t o  c o l l e c t .  A f t e r  t he  samnle had been ox id i zed  f o r  

t h e  des i red per iod,  i t  was taken from the  beaker f o r  measurements o r  

analyses. 

The number o f  samples used i n  each d i f f e r e n t  

Measurement o f  V i s c o s i t y  

The v i s c o s i t y  o f  t h e  t a r  samples was measured w i t h  a Iiaake f a l l i n g -  

b a l l  viscometer. The measuring temperature was con t ro l  l e d  by a constant 

temperature c i r c u l a t o r  a t  25.0 2 0.1"C. 

'1 
1 

Iileasurement of R e f r a c t i v e  Index 

A Bausch E Lomb Model ABBE-3L ref ractometer  was used t o  measure the  
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refractive index of tar samples at 25°C. 

read to the fourth decimal place. 

The refractive index could be 

Determination of Iodine Number 

The Hanus method was employed in this study to determine the 

iodine number of tar samples. 

Analysis of Oxygen Content 

Oxygen analyses were obtained from Gailbraith Laboratories, Inc. 

of Knoxville, Tennessee. 

pared fresh hy hydrogenation of Spencer coal. 

Duplicate samples were run on the tars as pre- 

Infrared Absorption Spectrum Analysis 

The infrared absorption spectra were measured with a Beckman Model 

I R  20 Spectrometer over the wave-length interval 25 to 40 microns. In 

this study, a routine scan was selected, and the time required to scan 

the region was 30 minutes. 

a liquid film of coal tar, approximately 0.015 mm thick, was spread on 

a KBr sample holder, and the spectrum was observed immediately. 

After the tar sample had been stirred mildly, 

Auxiliary Experiments 

In order to understand the kinetics of the coal-tar autoxidation, 

some auxiliary experiments were carried out to detennine the following: 

a. effect of stirring 

b. effect of oxygen pressure 

c. effect of temperature 

d. effect of light irradiation 
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RESULTS AND DISCUSSION 

V i s c o s i t y  

The viscosity-change behavior o f  t he  whole- tar  samples ox id i zed  

i n  a i r  i s  shown i n  F igures 1 and 2. 

increases l i n e a r l y  w i t h  the reac t i on  time. This i nd i ca tes  t h a t  a 

p a r t i c u l a r  mechanism i s  invo lved i n  the whole t a r  au tox ida t i on .  

It i s  aDparent t h a t  t he  v i s c o s i t y  

I n  the process o f  c o a l - t a r  au tox ida t i on ,  some high-molecular- 

weight compounds a re  be l i eved  t o  be formed i n  t h e  l i q u i d ,  so  t h e  v i s -  

c o s i t y  o f  coal t a r  increases cont inuously .  The r e l a t i o n s  between t h e  

v i s c o s i t y  o f  t a r  samnle, t he  concentrat ion o f  new compounds, and t h e  

t ime o f  reac t i on  i s  shown i n  F igure 3. 

r e a c t i o n  time, say, A t ,  the v i s c o s i t y  o f  t he  t a r  sample increases from 

n t o  n + ~ n ,  and t h e  concen t ra t i on  o f  new compounds increases from C 

t o  C + AC. 

as t h e  so lvent  o f  new compounds formed from t ime t t o  t ime t + A t ,  

then, a t  the end o f  t h e  t ime i n t e r v a l  A t ,  t h e  r e l a t i v e  v i s c o s i t y  i s  

I n  some small  i n t e r v a l  o f  

I f  the  t a r  sample w i t h  v i s c o s i t y  n a t  t ime  t i s  considered 

w r i t t e n  as 

- n + A n  nr - ___ n 

and t h e  s p e c i f i c  v i s c o s i t y  becomes 

Also, according t o  d e f i n i t i o n ,  t he  i n t r i n s i c  v i s c o s i t y  can be expressed as 

S u b s t i t u t i o n  o f  t he  Mark-Houwink equation ( l ) ,  which i s  app l i cab le  t o  

a mixture,  i n t o  the  l a t t e r  equat ion g i ves  
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in which K and a are constants, Kv represents the viscosity average 

molecular weight o f  the high-molecular-weight compounds. 

that as At approaches 0, AC also approaches 0, so does An; hence, 

division o f  both the numerator and the denominator by At at the left- 

hand side and taking the limit as At goes to 0 yields 

It is true 

dlnnldt = m v a  
ac/dt 

After rearrangement, it becomes 

This kinetic equation relates the viscosity-change rate with the chem- 

ical -reaction rate. 

which can be considered roughly as a rigid spherical particle, so 

that the interaction between different new compounds is negligible, 

and the characteric constants K and a can be assumed to be constant 

during reaction ( 2 ) .  

Most products o f  coal -tar autoxidation are dimers, 

The mechanism o f  the chain oxidation o f  hydrocarbons can be 

represented in the following way (3): 
02 

RH + R. 

R *  + O2 + R02*  

R02*  + RH -+ ROOH + R. 

ROOH + RO. + OH. 

R * + R *  -+ R - R  

ROE* + R *  + ROOR 

R 0 2 *  + R 0 2 *  + ROH + R,COR2 + O2 

(0) (origin of the chains) 

(propagation of the chains) 
(1 1 
(2 )  

(3) (degenerate branching) 

(4) 

(5) (termination o f  the chains) 

(6) 



Usua 

ever 

l y  reac t i on  1 i s  be l i eved  t o  be a very f a s t  reac t i on  (4 ) .  How- 

i n  t h e  process o f  t h e  whole- tar  au tox ida t i on ,  t h e  f ree r a d i c a l  

R '  r eac ts  no t  o n l y  w i t h  oxygen, but  a l s o  w i t h  the  an t i ox idan ts  such 

as phenols (be longing t o  t a r  ac ids ) ,  amines (belonging t o  t a r  bases), 

and su l fu r - con ta in ing  compounds. A t  t he  same time, t h e  peroxy r a d i c a l  

R02* i s  e a s i l y  a r res ted  by these an t i ox idan ts  too. Thus, t he  concen- 

t r a t i o n  o f  f r e e  r a d i c a l s  i s  kept  a t  such a l o w  l e v e l  t h a t  the propa- 

g a t i o n  o f  f r e e  r a d i c a l s  f a i l s  t o  proceed even tua l l y ,  and reac t i on  1 

becomes a ra te -de te rm in ing  s tep.  For t h i s  study the  t a r  sample was 

s to red  i n  a s t a t i c  con ta ine r  ( c f .  F igure 4 ) ,  before c o l l i s i o n  w i t h  f r e e  

r a d i c a l  R., the oxygen molecule had t o  d i f f u s e  from a i r  through some 

media o f  t he  t a r  sample t o  meet the  reactant ;  the o v e r a l l  r eac t i on  was 

therefore a d i f f u s i o n - c o n t r o l l e d  reac t i on ,  which has been substant ia ted 

by the  data shown i n  F igu re  5. 

theory (5,6), t he  r a t e  o f  the d i f f u s i o n - c o n t r o l l e d  r e a c t i o n  can be 

w r i t t e n  as 

Thus, i n  accordance w i t h  Smoluchowski 

4nNou12D w = -  1000 [R.1[021 

where, [R.]  and [O,] are t h e  concentrat ion o f  f r e e  r a d i c a l  R. and 

oxygen respec t i ve l y ,  D is  the d i f f u s i o n  c o e f f i c i e n t ,  No i s  Avogadro's 

number, and u12 i s  t h e  r e a c t i o n  rad ius,  ( t h e  d is tance between t h e  

cen te rs  o f  t he  p a r t i c l e s  when they are reac ted ) .  

r a t e  equation can be expressed as 

For s i m p l i c i t y ,  t he  

W = aD[02] 

i n  which 4nNou12[R*] 
1000 = constant a =  
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The au tox ida t i on  system used i n  t h i s  s tudy and the oxygen pro- 

f i l e  i n  the  c o a l - t a r  sample are a l so  shown i n  F igure 4. 

represents t h e  oxygen i n  a i r ,  B represents t h e  c o a l - t a r  sample t o  

be ox id ized,  Z represents  the depth o f  t h e  sample, CA i s  t he  concen- 

t r a t i o n  o f  oxygen and NAZ i s  the molar f l u x  o f  oxygen i n  t h e  Z -d i rec t i on .  

As gas A d i f f u s e s  i n t o  l i q u i d  B and undergoes an i r r e v e r s i b l e  r e a c t i o n :  

A + B. -+ AB- ,  t h e  mass balance ( i n p u t  - ou tpu t  + product ion = 0) 

takes the  form ( 7 )  

Here A 

i n  which S i s  t he  cross-sect ional  area o f  the l i q u i d .  The q u a n t i t y  

aDCA represents t h e  moles o f  oxygen disappearing per  u n i t  volume per  

u n i t  t ime.  D i v i s i o n  o f  both s ides  by SAZ and t a k i n g  t h e  l i m i t  as A Z  

goes t o  zero g ives 

Since A and AB. a re  present  i n  small  concentrat ions,  t he  f o l l o w i n g  

approximation ( F i c k ’ s  f i r s t  law) can be establ ished:  

S u b s t i t u t i o n  o f  t h i s  r e l a t i o n  i n t o  the  preceding equation and d i v i s i o n  

o f  both sides by D g ives 

d2CA 

-2- = O 

This  i s  t o  be solved w i t h  the boundary cond i t i ons :  

a t  z = 0, ‘A = ‘A0 
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Thus, the concen t ra t i on  p r o f i l e  o f  oxygen i s  obta ined and expressed as 

i n  which b = Lvzr 

and the r a t e  o f  oxygen consumption i s  

dQA - 
d t  N A Z I Z  = os 
- _  

dC A = -0-1 S dz Z = o  

= D S , E C A o  tanh b (111) 

The r a t e  o f  genera t i on  o f  high-molecular-weight compounds i n  t h i s  

d i f f u s i o n - c o n t r o l l e d  r e a c t i o n  i s  propor t i ona l  t o  t h e  consumption r a t e  

o f  oxygen. Therefore, s u b s t i t u t i o n  o f  t he  consumption r a t e  of oxygen 

(111) i n t o  the  preceding k i n e t i c  equation ( I )  g ives 

= K ' ~ v ~ D S J E T C ~ ~  tanh b/(SL) d t  

i n  which K '  i s  a p r o p o r t i o n a l i t y  constant and SL i s  t he  volume o f  t he  

sample. For s i m p l i c i t y ,  t h i s  can be w r i t t e n  as 

where 

It may be noted t h a t  an approximate equation f o r  t he  d i f f u s i o n  co- 

e f f i c i e n t  o f  a spher i ca l  molecule o f  r a d i u s  u i s  

B = K 'mv'p i  tanh b/L 

i n  which I- i s  t h e  v i s c o s i t y  o f  the medium, R i s  t h e  gas law constant, 

T i s  the absolute temperature and No i s  Avogadro's number ( 5 ) .  Sub- 
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s t i t u t i o n  o f  t h e  r e l a t i o n  i n t o  t h e  preceding equation y i e l d s  

Because n i s  d i f f e r e n t  from zero, m u l t i p l i c a t i o n  o f  both sides by n 

g ives  

Under constant pressure and temperature, 8 and CAo a re  assumed t o  be 

constant, t he re fo re  so i s  y .  Thus 

dn E = y = constant 

A f t e r  i n t e g r a t i o n ,  i t  becomes 

rl = no + Y t  ( I V )  

where no i s  a constant  o f  i n t e g r a t i o n .  This  accounts f o r  t h e  l i n e a r  

r e l a t i o n  between v i s c o s i t y  and t ime as shown i n  Fiaures 1 and 2. 

The t o t a l  amount o f  oxygen which d i f f u s e s  i n t o  t h e  c o a l - t a r  sample 

from a i r  dur ing reac t i on ,  can be ca l cu la ted  by i n t roduc ing  the r e l a t i o n  

above ( IV)  i n t o  the r a t e  equat ion o f  oxygen consumption ( I I I ) ,  t h a t  i s  

where 

- -  ‘2 - D S p C A o  tanh b 

- 6rrF100(n0 RT + y t  S a c A o  tanh b 

6 = -  
no + Yt 

SJZ CAo tanh b = constant RT 6 = -  
6nNoa 

I n t e g r a t i o n  g ives Q, 
6dt  l dQ, = It - no + Y t  0 
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When n e u t r a l  o i l s  a re  chemical ly  separated from coal t a r  and 

ox id ized i n  a i r ,  i t s  v iscos i ty-change behavior (F igure 6) i s  d i f f e r e n t  

from t h a t  o f  t h e  whole t a r s .  For neu t ra l  o i l s ,  o l e f i n s  a re  u s u a l l y  

regarded as t h e  compounds which most e a s i l y  r e a c t  w i t h  the  oxygen i n  

a i r .  Because most o f  the t a r  ac ids and t h e  t a r  bases are absent i n  

the  neutra l  o i l s ,  few an t iox idan ts  compete w i t h  oxygen t o  consume the  

f r e e  r a d i c a l s  d u r i n g  au tox ida t i on ;  thus t h e  propagation r e a c t i o n  can 

be se l f -susta ined,  and the  o v e r a l l  r e a c t i o n  becomes a long chain r e -  

act ion.  

dur ing a u t o x i d a t i o n  a t  t he  steady s t a t e  t h e  i n teg ra ted  equation i s  

found t o  be: 

A t  r e l a t i v e l y  h i g h  pressure (>  100 mm) and h igh-chain l e n g t h  

i n  which TI, i s  t h e  v i s c o s i t y  o f  neu t ra l  o i l  as t ime  approaches i n f i n i t y .  

When t h e  q u a n t i t y  I n  (lnrl, - I n s )  i s  p l o t t e d  aga ins t  t h e  r e a c t i o n  

t ime t, a s t r a i g h t  l i n e  i s  obtained as shown i n  F igure 7. 

o f  the l i n e a r  p l o t  represents t h e  r a t e  constant o f  t he  o v e r a l l  au tox i -  

dat ion reac t i on .  The r a t e  constant thus obtained f o r  t h e  neu t ra l  o i l  

from Hiawatha coal  by carbonizat ion i s  4.56 x 10- /hr . ,  and t h a t  f o r  
2 t h e  neutral o i l  from hydrogenation i s  2.62 x 10- / h r .  

t h i s  d i f f e r e n c e  i s  perhaps t h a t  the neu t ra l  o i l  from ca rbon iza t i on  

contains more d i o l e f i n s  than t h a t  from hydrogenation because t h e  un- 

sa tu ra t i on  o f  coal  t a r  i s  reduced i n  the hydrogenation reac t i ons .  

The s lope 

2 

The reason f o r  

The viscosity-change behavior o f  t a r  acids and t a r  bases du r ing  

Although these are q u i t e  au tox ida t i on  a re  shown i n  Figures 8 and 9. 
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similar t o  t ha t  of neutral o i l s ,  bo th  autoxidation mechanisms of t a r  

acids and t a r  bases are somewhat d i f f e ren t .  

tha t  inhibitors ( A H )  may react d i r ec t ly  with oxygen (8) in  the follow- 

ing way: 

Some workers reported 

AH + O2 + A .  + Hop' ( 7 )  

Tar acids contain a large amount of phenols, and t a r  bases contain 

various amines. 

hibitors fo r  hydrocarbon autoxidation. Hence, reaction ( 7 )  must be 

the main reaction involved in the autoxidation of t a r  acids and t a r  

bases. In the absence of other hydrocarbon radicals,  the following 

reaction i s  also. believed t o  take place in the t a r  acids and t a r  

bases (8): 

Both phenols and amines a re  generally used as in-  

AH + H02' -f A .  + H202 (8 1 

Finally the reaction may be terminated by dimerization of A .  r ad ica ls :  

2 A. + A-A (9) 

Hence, assuming steady s t a t e ,  the rate  equation can be expressed as  

d t  = 2K7[02][AH] 

Here the concentration of oxygen ([O,]) can be considered as constant 

because t a r  acids and t a r  bases a re  oxidized in a i r .  

dations of t a r  acids and t a r  bases become a pseudo-first reaction, 

which i s  similar t o  the ra te  equation of the neutral o i l  autoxidation. 

The l inear  plots f o r  - ln(lnq, - Inn) vs. time are  shown in Figures 

10 and 11. 

2.88 x 10- /hr for samples from both carbonization and hydrogenation 

and tha t  for  t a r  bases from both processes i s  3.75 x 10- /hr. 

Thus, the autoxi- 

The apparent ra te  constant of tar-acid autoxidation i s  
2 

2 I t  



14 

i s  evident t h a t  t h e  composit ion o f  a c t i v e  compounds contained i n  e i t h e r  

t a r  ac ids o r  t a r  bases i s  independent o f  t he  coal l i q u e f a c t i o n  process. 

The dependence o f  t he  v iscos i ty-change r a t e  f o r  the whole- tar  

au tox ida t i on  on t h e  p a r t i a l  pressure o f  oxygen i s  shown i n  Figure 12. 

It can be seen t h a t  a t  oxygen pressures g rea te r  than 50 mm Hg, the 

r a t e  o f  o x i d a t i o n  i s  independent o f  t he  oxygen p a r t i a l  pressure. 

corresponds w i t h  t h e  i n h i b i t e d  o x i d a t i o n  theory (9 ) .  

This  

The temperature e f f e c t  on the viscosity-change behavior f o r  t he  

whole-tar a u t o x i d a t i o n  i s  shown i n  F igure 13. 

temperatures t h e  v i s c o s i t y  changes f a s t e r .  

curves near zero t i m e  a re  taken as the  apparent r a t e  constants f o r  t he  

i n i t i a l  r e a c t i o n  per iod,  a l i n e a r  p l o t  f o r  t he  Arrhenius equation 

(Figure 14) g ives an a c t i v a t i o n  energy o f  9.07 kcal/mole. 

t h e  a c t i v a t i o n  energy o f  a phys ica l -process-contro l led r e a c t i o n  i s  l ess  

than t h i s  value; t he re fo re ,  t he  au tox ida t i on  o f  whole t a r  i s  probably 

n o t  a pu re l y  phys i ca l -p rocess -con t ro l l ed  reac t i on .  

A t  higher r e a c t i o n  

I f  the slopes o f  these 

Usual ly ,  

The e f f e c t  o f  l i g h t  on the  viscosity-change behavior du r ing  the  

au tox ida t i on  o f  whole t a r  i s  shown i n  F igure 15. 

o f  the sample under continuous i r r a d i a t i o n  o f  f l uo rescen t  l i g h t  i s  

higher than t h a t  o f  t he  sample i s o l a t e d  from l i g h t .  

ox idat ion,  t h e  r a t e  o f  format ion o f  r a d i c a l s  Wi i s  d i r e c t l y  p ropor t i ona l  

t o  the dens i t y  of t h e  l i g h t  (3) ;  hence, some compounds contained i n  the 

coal t a r  may be subjected t o  photochemical ox ida t i on .  

The v iscos i ty-change 

I n  photochemical 

Refract ion 

The r e f r a c t i v e - i n d e x  change behavior accompanying the  v i s c o s i t y  change 

dur ing the  whole- tar  au tox ida t i on  i s  shown i n  Figures 1 and 2. 

pure substance, t h e  Lorenz-Lorentz r e f r a c t i o n  equation i s  expressed as (10) 

For a 
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2 
, 

- ’  = $nNb 

n 2  + 2 

in which n represents the refractive index, N represents the number of 

particles per unit volume and g i s  the polarizabili ty of the pa r t i c l e .  

Coal t a r  i s  a complex mixture; therefore, f o r  simplicity the assumption 

i s  made that the internal f i e ld  strength i s  homogeneous t!iroughout the 

l iquid,  and  the polarizabili ty of the individual par t ic le  i s  independent 

of i t s  environment, so the Lorenz-Lorentz refraction equation f o r  coal 

tar can be roughly written as 

t 
I 

- =  n 2 - 1  3 4 n ( x N . 6 . )  

n 2  + 2 1 1  

in which N i  represents the number of par t ic les  of i per un i t  volume and 

Ei  i s  the polarizabili ty of par t ic le  i .  Since whole-tar autoxidation 

appears t o  be a diffusion-controlled reaction, the number of reactant 

molecules disappearing and the number of product molecules qenerated 

are proportional t n  the number of oxygen molecules consumed in the re- 

action, which i s  small compared to  tha t  of whole t a r ;  t h u s ,  subs t i tu t ion  

of equation ( V )  into the Lorenz-Lorentz refraction equation for  coal 

tar the following relation i s  obtained: 

in which 

subscript t indicates the s t a t e  a t  time t .  According t o  equation (VI),  

i f  the refraction ( n 2  - l ) / [ ( n  + 2 ) . d ]  i s  plotted against l n [ ( n o  + y t ) /  

no], a s t ra ight  l i n e  i s  obtained (Figure 16).  The negative slope of 

the l inear plot  i s  a good evidence fo r  polymerization reaction involved 

in coal-tar autoxidation. 

i s  a constant, subscript o indicates the i n i t i a l  s t a t e ,  and 

2 

The polarizabili ty o f  the product i s  n o t  much 
t 
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l a rge r  than t h a t  o f  t he  reactant ,  however the  d i f f e r e n c e  between t h e  

number of r e a c t a n t  molecules which disappeared and t h a t  o f  t h e  product 

molecules generated dur ing the  reac t i on  i s  tremendously b i g .  

t he  net  ga in  o f  t h e  p o l a r i z a b i l i t y  per u n i t  volume i s  negative, and the 

value o f  t h e  p r o p o r t i o n a l  constant 5 o f  equation ( V I )  i s  negat ive.  

Thus, 

Oxygen Content 

The oxygen con ten t  o f  the whole t a r  dur ing au tox ida t i on  i s  shown 

i n  Figure 17. 

au tox ida t i on  i s  a main f a c t o r  leading t o  d e t e r i o r a t i o n  o f  c o a l - t a r  

p roper t i es .  

The continuous increase o f  oxygen content  i nd i ca tes  t h a t  

Iod ine Number 

I o d i n e  number i s  t h e  common designat ion f o r  t he  determinat ion o f  

unsaturat ion v i a  t h e  a d d i t i o n  o f  i od ine  monohalides. The iodine-number 

change f o r  t h e  who le - ta r  au tox ida t i on  i s  shown i n  F igure 18. 

decrease o f  i o d i n e  number w i t h  reac t i on  t ime ind i ca tes  t h a t  o l e f i n s  i n  

the coal t a r  are at tacked by oxygen and saturated by polymer izat ion 

react ions and t h e r e f o r e  p lay  an impor tant  p a r t  i n  c o a l - t a r  au tox ida t i on .  

The 

I n f r a r e d  Absorpt ion Spectra (numbers i n  parentheses i n d i c a t e  wave 

numbers where i n f r a r e d  absorpt ion takes p lace)  

For t h e  whole t a r  autox idat ion,  the oxygen-containing groups such 

1 as phenols (3200-3600 cm- ), hydroperoxides (3400 cm- l ) ,  ca rboxy l i c  

acids (1960-1760 cm- ), and esters  (1250 cm- ) increase; however, t h e  

double bonds (3020-3080 cm-') d im in i sh  (Figures 19 and 20). 

corresponds very w e l l  w i t h  t h e  decrease o f  i od ine  number, i n d i c a t i n g  

1 1 

This  



I 

I 

t h a t  t he  unsaturated hydrocarbons become saturated du r ing  o x i d a t i o n .  

Furthermore, t h e  reduc t i on  o f  amines (1474 cm- ) i nd i ca tes  t h a t  t hey  

take p a r t  i n  t h e  whole-tar autox idat ion.  F i n a l l y ,  t h e  decrease o f  

monosubsti tuted aromat ic compounds (690-71 0, 730-770 cm- ) and t h e  
1 increase o f  in-d isubst i tu ted aromat ic compounds (750-810 cm- ) i n d i c a t e  

t h a t  some aromat ic molecules enlarge by a d d i t i o n  o r  po l ymer i za t i on  

react ions.  

1 

1 

CONCLUSION 

Coal t a r s  a re  e a s i l y  a t tacked by oxygen when they a re  exposed t o  

a i r .  

o f  f ac to rs ,  among which are t h e  composi t ion o f  t he  coal  t a r ,  t h e  r e -  

a c t i o n  temperature and the  oxygen pressure. 

The ease and ex ten t  o f  t h i s  a t tack  are determined by a number 

According t o  t h e  viscosity-change behavior, i t  i s  be l ieved t h a t  

t h e  whole-tar au tox ida t i on  i s  a d i f f u s i o n - c o n t r o l l e d  react ion;  t h e  

autox idat ion o f  neutra l  o i l s  i s  a long-chain,  rad i ca l  react ion,  t h e  

r a t e  o f  which i s  p ropor t i ona l  t o  t h e  concentrat ion o f  hydrocarbon r e -  

actants;  t h e  ox ida t i on  o f  t a r  ac ids,  and t a r  bases i s  a second-order 

react ion,  t h e  r a t e  o f  which i s  p ropor t i ona l  t o  t h e  concentrat ion o f  

t a r  ac ids o r  t a r  bases, and the  p a r t i a l  pressure o f  oxygen. 

The decrease o f  r e f r a c t i o n  o f  coa l  t a r s  as r e a c t i o n  w i t h  oxygen 

proceeds ind i ca tes  t h a t  some polymer izat ion react ions are i nvo l ved  

i n  c o a l - t a r  au tox ida t i on .  

The decrease o f  i o d i n e  number w i t h  r e a c t i o n  t ime  reveals t h a t  t h e  

o l e f i n s  p lay  an impor tant  p a r t  i n  c o a l - t a r  au tox ida t i on .  The same 

conclusion i s  drawn from the  r e s u l t s  o f  t he  i n f r a r e d  absorpt ion analyses. 

To prevent d e t e r i o r a t i o n  o f  coal  - t a r  proper t ies,  coa l  t a r s  should 

be i s o l a t e d  from oxygen and l i g h t ;  o therwise s i g n i f i c a n t  q u a n t i t i e s  o f  
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good oxidation inh ib i tors  are required fo r  s t ab i l i t y .  
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Fig. 1 .  V i s c o s i t y  and r e f r a c t i v e - i n d e x  change as a f u n c t i o n  
o f  t i m e  f o r  the au tox ida t i on  (a t  20°C) o f  whole t a r  
obta ined from Hiawatha coal by carbonizat ion.  
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Fig. 2.  V i s c o s i t y  and r e f r a c t i v e - i n d e x  change as a f u n c t i o n  
of t i m e  f o r  t he  au tox ida t i on  ( a t  20°C) o f  whole t a r  
ob ta ined  from Hiawatha coal by hydrogenation. 
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Fig. 3.  Relation among viscosity,  con- 
centrat  i on and time. 
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t h e  au tox ida t i on  ( a t  25°C) of neu t ra l  o i l s  
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Fig. 7. Linear plot for a first-order autoxi- 
dation reaction of neutral oils obtained 
from Hiawatha coal by (a) carbonization 
and (b) hydrogenation. 
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Fig .  9.  V i s c o s i t y  change as a f u n c t i o n  o f  t ime 
fo r  the  au tox ida t i on  ( a t  25'C) o f  t a r  
bases from Hiawatha coal .  
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F ig .  11. L inea r  p l o t  f o r  a pseudo- f i r s t -o rde r  
au tox ida t i on  r e a c t i o n  o f  t a r  bases 
obtained from Hiawatha coal by (a )  
ca rbon iza t i on  and (b)  hydrogenation. 
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Fig. 12. Dependence of t h e  viscosity-change r a t e  on t h e  
oxygen p a r t i a l  pressure f o r  t he  au tox ida t i on  
( a t  20°C) o f  whole t a r  obta ined from Hiawatha 
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Fig. 13. Logarithm o f  v i s c o s i t y  vs. r e a c t i o n  t ime f o r  

(Sample obtained from Hiawatha coal  
t h e  whole-tar au tox ida t i on  a t  var ious temper- 
a tures.  
by hydrogenation) 
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F ig .  14. L inea r  p l o t  of Arrhenius equation f o r  evaluat ion 
o f  a c t i v a t i o n  energy f o r  i n i t i a l  reac t i on  o f  
whole t a r  w i t h  a i r .  
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Fig. 15. F luorescent  l i g h t  e f f e c t  on v i s c o s i t y  change for  
t h e  au tox ida t i on  ( a t  20°C) o f  whole t a r  obtained 
from Spencer coal by hydrogenation. 
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Fig. 17. Oxygen content as a function o f  time 
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